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Aluminium dust - - X _
Bitumen - - _ X
Pencil - - - X -
Dispersion colour X - - - -
Felf Pen - - - X _
Organic grease - - - X -
Inarganic grease - - - X -
Gypsum - - X - -
Rubber - - - X -
Heating oil - - - - X
Waood stain - - X - _
Impregnation of wood - - - - X
Lime mortar - - X - _
Putty - - - - X
Adhesives - - - - X
Linseed oil cement X - - - -
Ball point pen - - X - -
Varnish X - - - -
Oil chalk - - - X -
Oil varnish - - - - X
Rust - - - X _
Soof - - - _ X
Salmiac - - X - _
Shellac - - - _ X
Blackboard chalk - X - - -
Wax (floor-was, - - - _ X
candles)
Wax pencil - - - - X
Soluble glass - X - - -
Cement mortar - - X - _
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